erne fittings gmbh

Abnahmepriifzeugnis

Unsere Auftrags.NrJ/Art.Nr. [our order no./item no.]
167220UN-0050 / 003401

e A-8824 Schlins . .
| {érn efittin QS Haupistrasse st @ Inspection Certificate
?::?lffﬁ’égza 501-0 EN 19204 - 3""'_""1 Yy
r 3 fa.%o. | Zeugnis Nr. [cert. no.] | Rev. Datum [date]
| Telefax +43/5524 501-930 12 100 2054 047958/14-PD 07/111/2014
Kunde [customer] !COGE-HW Ident Nr. [ident no.]
Industrial Valco VVJ11

| !éam Bestell Nr. [your order no.]
F104HA
r——————————————————
USA-80221 Rancho Domiguez, CA 15

Artikelbezeichnung [designation
elbows
LR-45-S-WPB-4"-XXS

Anforderungen der Bestellung [requirements of the order]
ASME B16.8-2012 LR, materialWPB, TR-fiting:ASTM A 234/A
234M-13, ASME SA-234/5A-234M-13, TR-addit fitting:NACE
MRO175/15015156-2:2009A.2, NACE MR0103-2012 2.1 and 4,
certificate:EN 10204/3.1, rust protection:Millstandard,
execution:Seamless

Vormaterial
base materia seamless pipe
Ana]y§a Schmelze Nr. | Erschmelzungsart [meiting process] |1 = Schmelzanalyse [heat analysis] | J-Faktor [J-Factor]}: (Si+ Mn)* (P + Sn) * 10000
{anafys;s]__ [heat code] CEQ [CEQ} C+(Mn/B)+(Cr+Mo+V)/5+(Cu+Ni/15
Index Cu |V Nb |Al B Ti N 2 E
1 344735 0.016 (0005 |0.05 J0.01 |0.03 [007 |0.01 0.008 [0.022 |0.0004 |0.014 [0.003 [0.34 B
B S R e s
_ " Mech.-technologische Priifung [mech. technological test]
Proben Zugversuch [tensile test] Kerbschlagbiegeversuch [notched bar impact test] Harteprifung
Nr. Form: . _[hardness tesf]
. r. [yield str.] | Zugfestigkeit [tensile | Dehnung felon- | PR-Lage [pos. Querschnitt Kerbschlagarbeit
{ test I?O] of sampel] str.] Rm (MPa) gltiuﬂ[ 4D (%) |of :ampl_oz Temp. [cross sec.] (mm®) ﬂm,c-_ant values] (J) ool
75T_901 [L 333 459 34
e —— — + e + Warmebehandiung [heat treaiment]

1

Kennzeichnung [marking] & @AUS‘I‘R!A | WPB | WJ11 / 4 | XXS
Besichtigung und Ausmessung [visual inspection and dimensional check]

Bemerkungen [remarks]
hot formed over mandrel

Zertifiziert nach DGRL 97/23/EG Anhang | - Absatz 4.3 durch TUV SUD Industrie Service, Banannte Stelle 0038, Zertifikat Nr. 126/2002/M

Service. Notified Bodyv 0036, Certificata No. 129/2002/MUCI

0.B./o.K.

formed under normaiizing cond.
temperature 840 °C - 890 *C
Cooling in still ar

Die geliefertan Produkts in der Sesteliung festgeiegien Anforserungen .
[The products suppiied are in complance with the reguirements of e order]

The products were manufactured, sampied, lested and inspected In SCCOTance with e
specifications and were found lo meet the requirements.

Abnahmebeauftragter finspection representatve/
0711114 Pape Dijana +.323

Dieses Dokument wurde elekironisch erstelil und ist ohne Unierschei®t glitig. [The ce
issued by the computerized system and is valkd without signature |

UC [Certified acc. to PED 97/23/EG Annex |, Paragraph 4.3 by TUV SUD Industrie

i —— R S






