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VALLOUREC STARLP

Seamless Tubular Products

. Order: Y-221123847001° . Desc: Seamiess Line Pipe - As Rolled

" Grade: AP 5L.X42/B R-BR PSL2 46th Edition Nay 01,2019

. OD(n): 8825 . wallin: 0.500 :
End Finish: Plain End Geveled

:&wnE_‘mn __:xucnmﬂns? Ohio USA

Lbs/Ft: 43.43

Comments: Metted and Ma

. MRO175115015156:2015 and ANSINACE MRO103S017845:2015.

No repair welding has been conducted. Materlal is free:from Mercury.

Length: Single Random

/ | | | SLN/ (Heatl: 10032

Customer Order: 10P40624 Split: 00

Pipe is also manutactured to: ASTM A106B/C-18a, ASTM A538-22, ASME SA1068/C-2021, ASME SA538-2021. Vallourec Star's QA prgram meels the requirements of DN EN 00042004 Type 3.1, Salisties NACE ._

Mechanical Propertles

Supplemental Requirements

| - Tensile Size | . ” Flaltening Test Passed
B o . ) | ~ specimen Cross Section Strength (ksl) Elongation Hardness 3 Point B1.2 avg HRBW
'Orlentation Type Position | Width (in) Thick (in} Area (sqln) ~ Yield Tenslle ¥YIT Ratio Gage Length’ o Elong . % RA | {Hydrostatic Pressure 1670 psi
m Longiludinal Strip Lead 1.450 0.510 0.7400 46.5 729 0.64 2 44.6 57.8 ~ Hydrostatic Hald Time 15 seconds
Requlred Min/Max Vield Strength (ksi): 42.1/71.8 Required Min/Max Tenslle Strength {ksi): 70/85 Calculated Max Internal Yield (psi}: 4715
fequlred Min Elongatlon{®): 30
Chemical Analys!s Chem Spec: €1
"wi% | C .| Mn_ i~ P s | sb Cu ¥ cr. | Mo Sn Nb |V Al ca B 1 N .| CE
Heat 0.20 0.78 0.008 0.003 0.21 0.21 0.07 0.10 0.02 0.008 (.001 0.002 0.034 0.0D022 ; 0.0003 0.003 0.0086 0.37
Product 1 0.21 0.78 0.008 03,004 0.22 0.21 0.07 0.10 0.02 0.009 0.001 0.002 0.034 00026 { 0.0002 0.003 0.0085 0.39 |
Product 21 0.27 0.78 0.008 0.004 0,22 021 | 0.07 0.11 0.02 D.009 0.001 0.002 0.034 0.0022 0.0002 0.003 0.0092 0.39
Charpy Impact Testing
T - ~ 12a.n= Directlon __ Size “Temp °F FtLbf1 FtLht2 FtLbf3 iim.ﬂl_l._mmww.m_.. m_.nm_. 1 Shear2 | Jw:mu_,.uw m,zumn.}:u |
Min Target e Transverse | 112 32 15 (I Lmé.. | 20 NR NR NR N
&ﬂ:m_ | W Transverse M 32 m{m 3 81 0 T2 25 1.mn 20 | 22 ~

NR - Not Reguired

THIS CERTIFICATE IS NOTARIZED ONLY WHEN REQUESTED.

Signed: %&\w S NLFH.AN

Name: Jelff Schultz, Lab Supervisor
Date Approved: 01 [20/2023

This material has been produced and tested in accordance with the requirements of applicable specificati
Any modification 1o this cedification as provided by vallgurec Star without the expressed written gonsent

ons unless otherwise listed helow. We hereby certify that the above test results are representative of those contained in the records of ihe company.
of Vallourec Star negates the validity of this test report. \allourec Siar is not responsible for the inabiity of this material to meet specific applications.

This document is uncontrolied when printed. Always refer to the MTR System for the most current version. FS-/MS-8.2.4.1.1 Rev 7
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Revision: O
“ -Order: Y-221123847-001 Desc: Searless Line Pipe - As Rolled - .+ SLN{{Heat): N10032
" Grade: API5LX42/B R-BR PSL2 46th Edition May 09,2018 Lustomer Order: 10PA0624 . sphitoo
~ OD{InY: 8.625  Wall{in}: 0500 LbsiFt: 43.43 Length: Single Random |

End Finish: Plain End Beveled - -
Ingpectlon Unni_uu:ﬁ L Bay

Non-Destructive Evaluation Critena

-

EMI CHANNELS

1D
10% Longitudinal
10% Transverse

oD
10% Longitudinal
10% Transverse

ADDITIONAL REQUIREMENTS
Notch Length 1.5" Max
Notch Width 020" Max
Untested Ends Cropped

oD
Visual Insp. Full Length - White Light

ID

vy kinglier

|

: - Visual Insp. Pipe Ends - White Light

Wall
B7.5% Wall Reduction

FULL LENGTH WALL THICKNESS CHECK

Required Volumetric Goverage: 100%
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