Heat : 1222459 Order: 3071076 Li ne: 2

Your PO PO241147-08 [tem

IHTEpnAﬁ n TOBAPUCTBO 3 OBMEXEHOIO BIAMNOBIAANGHICTHO «IHTEPTIANI HIKO THIOB»
1OpuanyHa agpeca : np.TpyGuukie, 56, M. Hikononb, Ykpaita, 53200
HIKO ThIOB Appeca supo6uuutea 1 np.Tpy6HukiB, 56, M. Hikononb, Ykpaina, 53200

KoHtakTha indopmauisn:  +38(0566) 63-01-33, www.interpipe.biz

IHCMEKLIMHWA CEPTU®GIKAT Ne 4544
INSPECTION CERTIFICATE Ne 4544 ;
EN 10204-2004/3.1 : . _, st s s

Baxraxoonepxysa- KoHtpakr Ne  COC22/0923

BUYER Contract # i ’
3aBogcbke . 004816 "
. i 3amoBneHHs Ne ;
Kpaita Usa Production order #
%ountlr_y .
PaHCropTHUA
3aci6 Homep 3aMoBneHHs kniexsTa
Vehicle Ne Customer's ref #325474
55119085
Apkywt 1 Apkyiuis 1
ata :
Dare 07.09.2022r. Sheet ©  Sheets :
i . } Knac Tun
HaumeHyBaHHs Ta Kog TOBapy HaiimeHyBaHHs cTangapris MOCTAYAHHS | . o eHHS
Description and code of goods Specifications Classof (P

delivery | Thread type

Tpy6bl CTanbHble GECLIOBHbIE ropAYeKaTaHble
ANs HedpTerasonposoaos
Seamless steel hot-rolled pipes for oil and gas

APl Spec 5L. - 2018/ ASTM A106/A106M-2019a/ ASME SA106/SA106M-2019/
ASTM AS3/A53M-2020/ ASME SA53/SA53M-2019/ ANSI/NACE MR0175/1SO PSL1
15156-2:2015/ ANSI/NACE MR0103/ISO 17945:2015

pipelines
Ne Homep Mapka crani Homep Homep Poamipu
nos.| nakyHka Grade nnasku napTii Dimensions
ltem Bundle # KopoTke Heat # Inspection HiameTp T(c):.‘B_iL:lr:a Hoexuna :;ir:;:::: wr Tcﬂg;:fe;a;ta
No nosHaueHHA Lot # oD WT length [Total length| piece |6pyTTo gross| HeTro net
Brief arovim | aroim byt QyT DyHT yHT
Designation inch inch ft ft Ib b
1. 22-VR7-11404 B/ C/ X42 1222459 7902 2375 0.218 38.2-38.7 1430.2 37 7215.7 7193.7
2. 22-VR7-11405 B/ C/ X42 1222459 7902 2.375 0.218 38.2-38.7 1430.1 37 7231.2 7209.1
3. 22-VR7-11406 B/ C/ X42 1222459 7902 2375 0.218 38.2-38.7 1430.2 37 7231.2 7209.1
4. 22-VR7-11407 B/ C/ X42 1222459 7902 2375 0.218 38.2-38.7 1430.2 37 7237.8 7215.7
5. 22-VR7-11408 B/ C/ X42 1222459 7902 2375 0.218 38.2-38.7 14299 37 7226.7 7204.7
6. 22-VR7-11409 B/ C/ X42 1222459 7902 2375 0.218 38.2-38.7 1429.7 37 7204.7 7182.7
7. 22-VR7-11410 B/ C/ X42 1222459 7901 2.375 0.218 38.2-38.7 1082.1 28 54454 5423.4
8. 22-VR7-11411 B/ C/ X42 1222459 7901 2.375 0.218 38.2-38.7 14299 37 7193.7 7171.6
9. 22-VR7-11413 B/ C/ X42 1222459 7902 2375 0.218 38.2-38.7 425.0 1 2164.9 2142.9
10. 22-VR7-11414 B/ C/ X42 1222459 7902 2375 0.218 38.2-38.7 1429.7 37 7222.3 7200.3
11. 22-VR7-11415 B/ C/ X42 1222460 7899 2375 0.218 38.2-38.7 14302 37 7096.7 7074.6
12. 22-VR7-11416 B/ C/ X42 1222460 7899 2.375 0.218 38.2-38.7 14266 37 7101.1 7079.0
13.22-VR7-11417 B/ C/ X42 1222460 7899 2375 0.218 38.2-38.7 1421.3 37 7074.6 7052.6 .
14.22-VR7-11418 B/ C/ X42 1222460 7899 2375 0.218 38.2-38.7 1426.3 37 7176.0 7154.0
15.22-VR7-11419 B/ C/ X42 1222460 7899 2.375 0.218 38.2-38.7 1429.6 37 7226.7 7204.7
16. 22-VR7-11420 B/ C/ X42 1222460 7899 2375 0.218 38.2-38.7 1236.9 32 6247.9 6225.8
NPS 2 Sch 80 XS TOTAL/PA3OM 21317.9 552 107297 106944

BUNDLES/ITAKYHKIB 16

‘ I NTE R Pl P E LIMITED LIABILITY COMPANY «INTERPIPE NIKO TUBE»
% Legal address: Trubnykiv ave, 56 Nikopol, Ukraine, 53200
NIKO TUBE Facility address: Trubnykiv ave, 56 Nikopol, Ukraine, 53200
Contact information: +38(0566) 63-01-33, www.interpipe.biz



Heat : 1222459 Order: 3071076

Your PO PO241147-08 [tem

IHCTEKUIAHUA CEPTUGIKAT Ne 4544

Apkyus 1 Apkywis 1
. INSPECTION CERTIFICATE Ne 4544 Sheet Sheets
XimiuHuii ckiag 3a cepTuikaTHIMN A3HUMI Ha 3aroTiBKY Ta Pe3ynbTaTi KOHTPOMIO XIMIMHOro cknagy MeTany Tpys
Heat analysis acc, to the billet manufacturer certificate & results of chemical analysis of pipes
Homep Homep | nasoparopin Ximiummv cknap Chemical composition % 3as0n
naasku naprif Laboratory | € {Mn| Si | S | P | Cr [ Ni {Cu|Mo| Ti | V | Nb [Akeal| B BUPOBHUK 3aroToBKU
Heat # Lot# x100 | x100 | x100 |x1000]x1000| x100 | x100 | x100 |x1000{x1000|x1000{x1000]x1600{x1000 Steel supplier
min - - - - - - - - - - - - - -
max - - - - - - - - - - - - - -
1222459 ' DneprSteel | 17 {106 24 | 4 |11 [ o {13 {24 (20| 5 | 4 | 2 | 33 | 0.5 ["MP"DNEPROSTEEL"LLC
NIKOTUBE* | 18 {102 24 | 2 13 | 10 . My23|(164 7 1 1 33 | 04 "Axinpoctans”
NIKOTUBE™ | 18 {102 | 24 | 2 |13 [ 10|11 [ 23 |17 ] 7 | 1 | 1 {3404
1222460 DneprSteel | 17 [105| 26 | 3 1310113 {23 |20 4 3 1 36 | 0.3 |"MP"DNEPROSTEEL"LLC
NIKOTUBE* | 17 {104 27 | 4 |15 |10 {12 {22 | 14| 5 2 1 40 | 0.2 "RrinpocTans”
NIKOTUBE* | 17 1104 | 27 | 3 15 | 10112122114} 5 2 1 40 | 0.2
AHania nnaEky 3rigHO CepTUIKaTy 3aBOAY-BUPOBHUKA /- KOHTPONbHUI aHanNi3 Big TPYD.
Crarb supofineHa METOAOM NNABNEHHS 8 NeYi eNSKTPOAYY 3 NOAANLILIM GE3NePEPBHIM PO3MMEaHHAM, CTaRL WO NOBHICTIO POIKUCIIOE. Appeca
3aBoay BvpoBHuKa sarotoekw. Yxpaina, 42051, r.Qxinpo, Byn. [xinpoctanesckka, 4.Steel has been produced by the EAF with continuous casting
process. Steel is fully killed . The address of steel supplier: Ukraine,48051, Dnipro, 4 Dniprostalivska str.
PesynbTatu BUnpobysaHs Tpy6 - Test results for pipes
MexaHiuHi BnacTMBoCTi Mechanical Propertties
BunpobyBaHHs Ha po3TsirHeHHs Tensile test Bunpo6yeaHHs Ha yaap /Impact test
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PSI PSI | % [LOVM/ | TIOMAM/ |B101AM HRB HRC byT/cbyHT/fH/ID % aoim/
min 70000 {42100 | - - inch | inch | inch - - min inch
max - - - - 100 22
12224591 7901 | 76900 {52900]35.0 L [0.750 1.970, 828383av.82.7 <22iL| KV-50°F 67 56 63 av.62 0.394x0.130
1222459 7902 | 76100 {52900 34.0 L [0.750 1.970 828182av.81.7 <221L| KV-50°F | 67 7267 av.68.7 o 0.324x0.130
12224601 7899 | 77600 | 52200 37.0 L 10.750 1.970 828383 av.82.7 <22|L} KV-50°F 76 65 65 av.68.7 0.394x0.130)
* L - MNosposxHii 3pasok / Longitudinal specimen; T - [onepeyHuit 3pasok / transverse specimen
** PesynbTaTy BunpobyBaHb 3MeHLLIeHX 3paskis nepepaxoeani Ha noBHoposmipHi/Non-fullsize specimens results convert to fullsize (10x10mm)
IHwi Buayn konTpontio/ Other tests
Bup sunpoBysakHs/ Type of test MapameTpw/ Criteria PesynsTatu koHTposto/Test results
3arun/ Bend test Tpybu nponwinu sunpobysaHHs Ha 3aruH./Pipes have been tested on bend. 3agosinbHo / Satisfactory
BunpobysaHts rigpasnivHum TMckom/ o, R R
Hydrostatic test 100% / 2970 PSI1/ 5 sec. 3aposinbHo / Satisfactory
HepyiHiBHUiA KOHTPONL Tina TPYGW/ MeToa koHTpomio:/Method:/MarkiToingyxuiinnit konTponb: /Magnetic flux leakage
Non-dectructive inspection full length  |inspection:/MMo3g0exHA pucka 12,5% Ha 30BHILLHIA | BHYTPiLLHIA noBepxHi./Longitudinal  {3agosinsHo / Satisfactory
body notch with depth 12,5% on external and internal surface.
. . ) . . |Bupobu niggasanucs BizyanbHOMY OCMOTPY | KORTpomk poamipis. / Visual and ]
BisyansHuit konTpons/ Visual inspection | 7. . A N . i
4 P P dimensional test is satisfactory. SaosineHo / Satisfactory
KoHTposib reoMeTpuyHuX napameTpis/ . R
Dimensional inspection 3a crangaprom / As per Standard 3aposinsbHo / Satisfactory

CraH nocravasns/ Delivery condition

Tpy6u BuroToneHi i Bunpobysani BianogigHo a0 Bumor APl Spec 5L - 2018/ ASTM A106/A106M-2019a/ ASME
SA106/SA106M-2019/ ASTM A53/A53M-2020/ ASME SAS53/SA53M-2019/ ANSI/NACE MR0175/1SO 15156-2:2015/
ANSI/NACE MR0103/ISO 17945:2015 i samoBnenHs / Pipes were produced and inspected according to requirements of
AP| Spec 5L - 2018/ ASTM A106/A106M-2019a/ ASME SA106/SA106M-2019/ ASTM A53/A53M-2020/ ASME
SA53/SA53M-2019/ ANSI/NACE MR0175/ISO 15156-2:2015/ ANSI/NACE MR0103/ISO 17945:2015 and order's
requirements
Tpybu BAroTOBMEHI WNsIXOM rapsiuol gedopmauii | HopmanizoBaHi npu Temnepatypi 845... 945 rpaj., OXOnogXeHHs Ha
nogitpi./Pipes produced by Hot Forming followed by normalizing at the temperature 845 deg C to 945 deg C cooled at air.
MokputTs/ Coating Tpybu nokpuTi nakoM./Pipes are coated with varnish.
igi';fegmo noTpioHo)/ Bevelled ends if 1,6 ginsantaeni 3 dackoto. Kyt chackn 35 (aonyck + 5/-0)./ Pipes are beveled. Bevel angle 35 (tolerance +5/-0).
3axucT kiHuis/ Protection of pipe ends  |KiHui Tpy6 ocHaujeHi nnacTukosumu konadkamu/sarnywxamu./ The ends of pipes are equipped by plastic caps/plugs.
Bara dpakrunynxa./ Actual weight.
Tpy6u He micTaTe pTyTh./Material is free of mercury.
TpyGu He peMOHTYBanuUcs 3a A0NOMOrolo 3sapiosanHs./ Material have not been welded and are free of weld repairs.
Kpaina Bunnasku i BupoBHuUTBa - YkpaiHa./Country of melt and manufacturer UKRAINE.
PemoHT 3BapioBanHaM 3abopoHeHo./No weld repair.
KpaiHa noxopskeHHs: YkpaiHa Country of origin: Ukraine.

: . Bawi nponoavuii oo NofinweRHs NPOAYKUii NPocMo HanpaBATV Ha en.agpec/ Please send Your proposais for improving the product by e-mail or fax or by phone
‘info@nstp.interpipé.biz * .www.interpipe.biz Phone: +380 566-630-133 Fax: +380 566-639-379.

e-mail: info@us.interpipe.biz Phone: 17133330333 Fax: 17133330330

Lieit iHCneKLiHMit CepTUIKaT HENEXUTb TiNbKK A0 MepepaxoBaHai 8 HEOMy NPoAYKLii, HenprnycTUMo BHeceHHs aMit abo iHwe HenpasomipHe BUKOpyCTaKHs cepTudikara. This inspection certificate is only for
the listed products. Modification or unauthorized use of the certificate is strictly prohibited. Violations can be considered as forgery and is subject to prosecution

IHCMIeKLiHM cepTudikaT ChHOPMOBAEHO Ta NEPEBIPEHO KOHTPOSIepoM CepTudikaTopom KoHosanosa A.B.

/Inspection Certificate was drawn up and checked by the Certificate Inspector Konovalova A.V.
fara: 07.09.2022 R . . G Mignuc incnexropa 3-F cToposm 1% = P e o Mipnue BYK

3aranbHi ymoeu/ General condition

Tepmoobpabka/ Heat treatment

[opaTkosa iHdopmauis/ Additional
information

Date: : Signature of 3-rd Part inspector: Signatures QCD

;




Heat : 1222459 Order: 3071076 Li ne: 2

Your PO PO241147-08 [tem

LA TOBAPVCTBO 3 OBMEXEHOIO BIAMOBIOANGHICTIO «IHTEPTIAVN HIKO TbIOB»
IHTEPHAM n KOp npeca: np.Tpy i8, 56, M. Hikonone, YkpaiHa, 53200
HIKO ThiOB Appeca BupobHuuTea @  np. Tpy6Hukia, 56, M. Hixonons, Ykpaina, 53200

KonrakTHa iHcbopmauisi:  +38(0566) 63-01-33, www.interpipe.biz

IHCNEKUIMHUIA CEPTU®DIKAT Ne 4536
: INSPECTION CERTIFICATE Ne 4536
EN 10204-2004/3.1

BarTaxoosepxysa- KOHTpaK’l" Ne COC22/0923

BUYER Contract #
3asoacbke 004816
3amoBneHHs Ne
Kpaixa USA Production order #
%}ountla/ . .
PaHCriopTHUN
3aci6 ! Homep 3amoBneHHs knieHTa
Vehicle Ne Customer's ref #325474
63469654
: {Apkyw 1. ApkyLuis 1
Date 06.09.2022r. 'Sheet  Sheets
. . . Knac Tun
HaimeHyBaKHs Ta kog ToBapy HaimeHyBsatna cranpaptis nocTaatia | o GneHHn
Description and code of goods Specifications Class of |P!

delivery | Thread type

Tpy6bi cTanbHbie 6eClIOBHbIE ropavekaTaHble
Ans HedTerasonposoaos
Seamless steel hot-rolled pipes for oil and gas

AP] Spec 5L ~ 2018/ ASTM A106/A106M-2019a/ ASME SA106/SA106M-2019/
ASTM A53/A53M-2020/ ASME SAS3/SA53M-2019/ ANSI/NACE MR0175/1SO PSL1
15156-2:2015/ ANSI/NACE MR0103/1SO 17945:2015

pipelines

Ne Homep Mapxka crani Homep Homep Poamipn
nos. nakyHka Grade nna.ku naprii Dimensions
ltem Bundle # KopoTtke Heat # Inspection Aiamerp TZ?;‘:.T:H Aoexuna ::‘ir:)g::: wr ﬁgg?kﬁe;ﬂa

No NO3HAYEHHS Lot # oD WT length Total length|piece {6pyTTo gross| HetTo net

Brief aonm | aonm dyT dyT PpyHT hyHT
Designation inch inch ft ft b Ib

1. 22-VR7-11391 B/ C/ X42 1222459 7901 2.375 0.218 38.2-38.7 1430.0 37 7231.2 7209.1

2. 22-VR7-11395 B/ C/ X42 1222459 7901 2.375 0.218 38.2-38.7 1430.6 37 7228.9 7206.9

3. 22-VR7-11394 B/ C/ X42 1222459 7901 2375 0.218 38.2-38.7 1430.5 37 7222.3 7200.3

4. 22-VR7-11393 B/ C/ X42 1222459 7901 2375 0.218 38.2-38.7 1430.2 37 7213.5 71915

5. 22-VR7-11392 B/ C/ X42 1222459 7901 2375 0.218 38.2-38.7 1430.2 37 72135 71915 ;
6. 22-VR7-11400 B/ C/ X42 1222459 7901 2.375 0.218 38.2-38.7 1430.2 37 7231.2 7209.1 !
7. 22-VR7-11401 B/ C/ X42 1222459 7901 2.375 0.218 38.2-38.7 1430.7 37 7220.1 7198.1 :
8. 22-VR7-11398 B/ C/ X42 1222459 7901 2.375 0.218 38.2-38.7 1430.6 37 7222.3 7200.3

9. 22-VR7-11396 B/ C/ X42 1222459 7901 2.375 0.218 38.2-38.7 1430.7 37 7228.9 7206.9

10. 22-VR7-11399 B/ C/ X42 1222459 7902 2.375 0.218 38.2-38.7 14304 37 7228.9 7206.9

11. 22-VR7-11380 B/ C/ X42 1222460 7899 2.375 0.218 38.2-38.7 13526 35 6792.4 6770.4

12. 22-VR7-11379 B/ C/ X42 1222460 7896 2.375 0.218 38.2-38.7 1430.7 37 7226.7 7204.7

13.22-VR7-11378 B/ C/ X42 1222460 7896 2.375 0.218 38.2-38.7 1430.7 37 7191.5 7169.4

14. 22-VR7-11375 B/ C/ X42 1222460 7896 2.375 0.218 38.2-38.7 1430.6 37 7224.5 72025

15. 22-VR7-11374 B/ C/ X42 1222460 7896 2.375 0.218 38.2-38.7 1430.3 37 7231.2 7209.1

16. 22-VR7-11377 B/ C/ X42 1222460 7896 2.375 0.218 38.2-38.7 1430.7 37 7184.9 7162.8

17.22-VR7-11376 B/ C/ X42 1222460 7896 2.375 0.218 38.2-38.7 1430.8 37 7184.9 7162.8

18. 22-VR7-11380 B/ C/ X42 1222460 7896 2.375 0.218 38.2-38.7 927.9 24 4673.8 4651.7

19. 22-VR7-11402 B/ C/ X42 1222459 7902 2.375 0.218 38.2-38.7 1430.5 37 7231.2 7209.1

20. 22-VR7-11403 B/ C/ X42 1222459 7902 2.375 0.218 38.2-38.7 1430.3 37 72201 7198.1

NPS 2 Sch 80 XS TOTAL/PA3OM 28029.2 725 141402 140961

BUNDLES/NAKYHKIB 20

LIMITED LIABILITY COMPANY «INTERPIPE NIKC TUBE»
‘ l NTE RPl PE Legal address: Trubnykiv ave, 56 Nikopol, Ukraine, 53200
NIKC TUBE Facility address: Trubnykiv ave, 56 Nikopol, Ukraine, 53200
Contact information: +38(0566) 63-01-33, www.interpipe.biz




Heat : 1222459 Order: 3071076

Your PO PO241147-08 [tem

IHCTEKUIAHUA CEPTUGIKAT Ne 4544

Apkyus 1 Apkywis 1
. INSPECTION CERTIFICATE Ne 4544 Sheet Sheets
XimiuHuii ckiag 3a cepTuikaTHIMN A3HUMI Ha 3aroTiBKY Ta Pe3ynbTaTi KOHTPOMIO XIMIMHOro cknagy MeTany Tpys
Heat analysis acc, to the billet manufacturer certificate & results of chemical analysis of pipes
Homep Homep | nasoparopin Ximiummv cknap Chemical composition % 3as0n
naasku naprif Laboratory | € {Mn| Si | S | P | Cr [ Ni {Cu|Mo| Ti | V | Nb [Akeal| B BUPOBHUK 3aroToBKU
Heat # Lot# x100 | x100 | x100 |x1000]x1000| x100 | x100 | x100 |x1000{x1000|x1000{x1000]x1600{x1000 Steel supplier
min - - - - - - - - - - - - - -
max - - - - - - - - - - - - - -
1222459 ' DneprSteel | 17 {106 24 | 4 |11 [ o {13 {24 (20| 5 | 4 | 2 | 33 | 0.5 ["MP"DNEPROSTEEL"LLC
NIKOTUBE* | 18 {102 24 | 2 13 | 10 . My23|(164 7 1 1 33 | 04 "Axinpoctans”
NIKOTUBE™ | 18 {102 | 24 | 2 |13 [ 10|11 [ 23 |17 ] 7 | 1 | 1 {3404
1222460 DneprSteel | 17 [105| 26 | 3 1310113 {23 |20 4 3 1 36 | 0.3 |"MP"DNEPROSTEEL"LLC
NIKOTUBE* | 17 {104 27 | 4 |15 |10 {12 {22 | 14| 5 2 1 40 | 0.2 "RrinpocTans”
NIKOTUBE* | 17 1104 | 27 | 3 15 | 10112122114} 5 2 1 40 | 0.2
AHania nnaEky 3rigHO CepTUIKaTy 3aBOAY-BUPOBHUKA /- KOHTPONbHUI aHanNi3 Big TPYD.
Crarb supofineHa METOAOM NNABNEHHS 8 NeYi eNSKTPOAYY 3 NOAANLILIM GE3NePEPBHIM PO3MMEaHHAM, CTaRL WO NOBHICTIO POIKUCIIOE. Appeca
3aBoay BvpoBHuKa sarotoekw. Yxpaina, 42051, r.Qxinpo, Byn. [xinpoctanesckka, 4.Steel has been produced by the EAF with continuous casting
process. Steel is fully killed . The address of steel supplier: Ukraine,48051, Dnipro, 4 Dniprostalivska str.
PesynbTatu BUnpobysaHs Tpy6 - Test results for pipes
MexaHiuHi BnacTMBoCTi Mechanical Propertties
BunpobyBaHHs Ha po3TsirHeHHs Tensile test Bunpo6yeaHHs Ha yaap /Impact test
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PSI PSI | % [LOVM/ | TIOMAM/ |B101AM HRB HRC byT/cbyHT/fH/ID % aoim/
min 70000 {42100 | - - inch | inch | inch - - min inch
max - - - - 100 22
12224591 7901 | 76900 {52900]35.0 L [0.750 1.970, 828383av.82.7 <22iL| KV-50°F 67 56 63 av.62 0.394x0.130
1222459 7902 | 76100 {52900 34.0 L [0.750 1.970 828182av.81.7 <221L| KV-50°F | 67 7267 av.68.7 o 0.324x0.130
12224601 7899 | 77600 | 52200 37.0 L 10.750 1.970 828383 av.82.7 <22|L} KV-50°F 76 65 65 av.68.7 0.394x0.130)
* L - MNosposxHii 3pasok / Longitudinal specimen; T - [onepeyHuit 3pasok / transverse specimen
** PesynbTaTy BunpobyBaHb 3MeHLLIeHX 3paskis nepepaxoeani Ha noBHoposmipHi/Non-fullsize specimens results convert to fullsize (10x10mm)
IHwi Buayn konTpontio/ Other tests
Bup sunpoBysakHs/ Type of test MapameTpw/ Criteria PesynsTatu koHTposto/Test results
3arun/ Bend test Tpybu nponwinu sunpobysaHHs Ha 3aruH./Pipes have been tested on bend. 3agosinbHo / Satisfactory
BunpobysaHts rigpasnivHum TMckom/ o, R R
Hydrostatic test 100% / 2970 PSI1/ 5 sec. 3aposinbHo / Satisfactory
HepyiHiBHUiA KOHTPONL Tina TPYGW/ MeToa koHTpomio:/Method:/MarkiToingyxuiinnit konTponb: /Magnetic flux leakage
Non-dectructive inspection full length  |inspection:/MMo3g0exHA pucka 12,5% Ha 30BHILLHIA | BHYTPiLLHIA noBepxHi./Longitudinal  {3agosinsHo / Satisfactory
body notch with depth 12,5% on external and internal surface.
. . ) . . |Bupobu niggasanucs BizyanbHOMY OCMOTPY | KORTpomk poamipis. / Visual and ]
BisyansHuit konTpons/ Visual inspection | 7. . A N . i
4 P P dimensional test is satisfactory. SaosineHo / Satisfactory
KoHTposib reoMeTpuyHuX napameTpis/ . R
Dimensional inspection 3a crangaprom / As per Standard 3aposinsbHo / Satisfactory

CraH nocravasns/ Delivery condition

Tpy6u BuroToneHi i Bunpobysani BianogigHo a0 Bumor APl Spec 5L - 2018/ ASTM A106/A106M-2019a/ ASME
SA106/SA106M-2019/ ASTM A53/A53M-2020/ ASME SAS53/SA53M-2019/ ANSI/NACE MR0175/1SO 15156-2:2015/
ANSI/NACE MR0103/ISO 17945:2015 i samoBnenHs / Pipes were produced and inspected according to requirements of
AP| Spec 5L - 2018/ ASTM A106/A106M-2019a/ ASME SA106/SA106M-2019/ ASTM A53/A53M-2020/ ASME
SA53/SA53M-2019/ ANSI/NACE MR0175/ISO 15156-2:2015/ ANSI/NACE MR0103/ISO 17945:2015 and order's
requirements
Tpybu BAroTOBMEHI WNsIXOM rapsiuol gedopmauii | HopmanizoBaHi npu Temnepatypi 845... 945 rpaj., OXOnogXeHHs Ha
nogitpi./Pipes produced by Hot Forming followed by normalizing at the temperature 845 deg C to 945 deg C cooled at air.
MokputTs/ Coating Tpybu nokpuTi nakoM./Pipes are coated with varnish.
igi';fegmo noTpioHo)/ Bevelled ends if 1,6 ginsantaeni 3 dackoto. Kyt chackn 35 (aonyck + 5/-0)./ Pipes are beveled. Bevel angle 35 (tolerance +5/-0).
3axucT kiHuis/ Protection of pipe ends  |KiHui Tpy6 ocHaujeHi nnacTukosumu konadkamu/sarnywxamu./ The ends of pipes are equipped by plastic caps/plugs.
Bara dpakrunynxa./ Actual weight.
Tpy6u He micTaTe pTyTh./Material is free of mercury.
TpyGu He peMOHTYBanuUcs 3a A0NOMOrolo 3sapiosanHs./ Material have not been welded and are free of weld repairs.
Kpaina Bunnasku i BupoBHuUTBa - YkpaiHa./Country of melt and manufacturer UKRAINE.
PemoHT 3BapioBanHaM 3abopoHeHo./No weld repair.
KpaiHa noxopskeHHs: YkpaiHa Country of origin: Ukraine.

: . Bawi nponoavuii oo NofinweRHs NPOAYKUii NPocMo HanpaBATV Ha en.agpec/ Please send Your proposais for improving the product by e-mail or fax or by phone
‘info@nstp.interpipé.biz * .www.interpipe.biz Phone: +380 566-630-133 Fax: +380 566-639-379.

e-mail: info@us.interpipe.biz Phone: 17133330333 Fax: 17133330330

Lieit iHCneKLiHMit CepTUIKaT HENEXUTb TiNbKK A0 MepepaxoBaHai 8 HEOMy NPoAYKLii, HenprnycTUMo BHeceHHs aMit abo iHwe HenpasomipHe BUKOpyCTaKHs cepTudikara. This inspection certificate is only for
the listed products. Modification or unauthorized use of the certificate is strictly prohibited. Violations can be considered as forgery and is subject to prosecution

IHCMIeKLiHM cepTudikaT ChHOPMOBAEHO Ta NEPEBIPEHO KOHTPOSIepoM CepTudikaTopom KoHosanosa A.B.

/Inspection Certificate was drawn up and checked by the Certificate Inspector Konovalova A.V.
fara: 07.09.2022 R . . G Mignuc incnexropa 3-F cToposm 1% = P e o Mipnue BYK

3aranbHi ymoeu/ General condition

Tepmoobpabka/ Heat treatment

[opaTkosa iHdopmauis/ Additional
information

Date: : Signature of 3-rd Part inspector: Signatures QCD

;






