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Zikaznik/Prijemca. - Customer/Consignee:

Cislo polozky - Ttem mumber:

1

€ obj.prij. - Consignee
10P42476

Cislo zakazky vyrobou
LE 26177171 3

prder No.:

Manufacturet’s works erder number:
B4A305

Cislo lozného listu - Logding Bill No.:

3031376, 3031381
Cislo aviza - Dispatch n

3326715, 3326720
Vyrobok - Product:

Riiry ocel’ové b

pie:

ivé, valcované za tepla - riiry pre potrubiz pre hori'avé médis

Seamless hot finished steel tubes - pipelines for combustible fluids

Vonkaj¥i pricmer - Qutside diameter: 26.670 mm Znatka virobeu - Symbol of the
Hréibka steny - Wall thickness: 3.910 mm mamyfacturer's work
Di%ka - Length: 6401.000 mm  [-0+100] mm @
Inch rozmer - Inch: 1,050" X 9,154" X 21 FT Pediatka zdvodného znalca - Works inspector's
Polet kusov -~ Number of pieces: 2435 stamp
Ceikova difka - Toll length: 15687.00 m 51466.7 & @
Celkovi hmotnost’ 4 Total mass: 35001.00 kg 771639 Ib
Oznaéenie - Marking of the product.

Farebné znatenie -

106 /106M S3 / §;
1=21.10¢ 1.48 1b

Materil - Material:

Grade B PSL1 ARl SPEC. 5L Ed.46th2018Err.2018,
A-53/8A-53M Ed.2021,

Grade B ASME S

Grade C ASME S
X42 PSL1 API SP

Stav dodania - Producrs

Colour marking: @ APISPEC. 5L - 0273 @ DATE OF PRODUCTION ASTM / ASME A / SA

530 /530M 1,050" X 0,154™ Grade B/C/X42 PSL1 SMLS @ 33417,33885 2970 PSI/NDT §
MADE IN SLOVAKIA (EU)

Grade B ASME SA-106/SA-106M Ed.2021,
Grade B ASTM A 106/A 106M -19a, Grade B ASTM A 53/A 53M -22,

-106/SA-106M Ed.2021, Grade C ASTM A 106/A 106M -19a,
C. 5L Ed.46th2018Err.2018

as delivered condition:

Normaliza&né tvirngnie - Normalizing forming

Technické predpisy - Te

ASME SA-530/8
ASME B36.10M :

Miesto v Podbrezoyej

Location Moc

tchnical requirements/Demand.
APISPEC. 5L E%[%tiZﬂlSErr.ZOIS,

ASME 5A-106/8A-106M Ed.2021, ASME SA-53/SA-53M Ed.2021,

ASTM A 106/A 106M -19a, ASTM A 53/A 53M -22, ASTM A 530/A 530M -18,
ANSI-NACE MRO175/ISO 15156 pt.i+pt.2, NACE MRG8103 /ISO 17945 :2015

530M Ed.2021,
022,

Didtum 30.1%.2023
Date

Zavodny znalec
Works Inspector

Ing. Cidmirik Miroslav

Zcleziame Padbrezavi a.s., Kolkdy
Phang; +421 48 645 3031, Fax: +4{

Bank account: Sloventkd sporitef )

1 it Register of Busi

ES 35, 976 81 Podbrezovi, Slovak Republic
P1 48 645 3032, warw steelmbe. sk
CINN: 31 562 I4], VAT Ne: SK202D458704

Names in the District Court Banski Bystrica, Section Sa, Enuy No. 69/5

= JELEZIARNE®

o zoberpetovonia kvally  *

a5, IBAN: SK69 0900 0000 000D 7990 0086, SWIFT (BIC). GIBASKEDX




ZELEZIARNE® InSpekény certifikat o 52730/1/2023
PODEREZOVA Inspection certificate

EN 10204:2004/3.1
List&. - Sheet No.: 2/ 4
Cislo tavby Podet kusov Dizka Hmotnost’ Druh tavenia
Cast number Number of pieces Length Mase Steelmaking process
[m) [kg]
33417 2330 15012 33504 E
33885 108 675 1457 E
E = elektricka obliikovi pec - efectric arc e
Drith ocele - Steel grade:
liplne ukludnend|ocel - fully killed steel
I:Ipmva povrchu ~ Surfce protectior:
Ochrana povrehy UV lakom - Surface protection with UV lacquer
Chemickeé zoZenie - Chemical composition:
C Mn 8i | 4 S Cu Cr Ni Mo Ti v Nb B
Cislo by -1 %] _ Dol | %] | (%] | [%] 1 (%] | %] | %) 6 |_1%1 | {%] | %] | (%]
Cast mumber pis - Requirements
3 029 | 0.10
:r:;. 0.28 1.06 0.030 | 0.030 | 040 | 040 | 100 | 015 0.080 0.0010
33417 018 | 0.78 | 0.23 | 0.010 | 0006 | 015 | 005 | 0.06 | 0.03 0.001 | 0.005 | 0.002 | ¢.0001
33885 0.19 | 08¢ | .23 | 0.015| 0.006 | 0.20 | 0.06 | 008 | 0.03 0.001 | 0.005 | 0.001 | 0.0002
Exp.1 | Exp.2
Lislo tavby %) | [%]
Cast number in.
Eax. 0.150 | 0.060
33417 0.008 | 0.007
33885 0.007 | 0.006
Expl=V+Nb+Ti
Exp2=V+Nb
Vyrobkovi analyza - Product analysis:
Cislo tavby C Mn Si P S Cu Cr Ni Mo Ti v Nb B
Cast mumber 6 | [l ) 14l ) el | 1) | () | 1) | el | ) | el | oesl | e |
33417 1 017 | 0.77 | 024 | 0011 0.009! 021 | 0.06 | 0.08 | 0.02 | 0.6801 0.002 | 0.601 | 0.0002
33417 2 0.17 | 077 | 024 | 0.011 ) 0.089 | 0.21 005 | 008 | 0.02 [ 0.001 | 0.062 | 0.001 { 0.0002
33885 1 019 | 079 | 023 | 0.015| 0.006 | 0.21 | 0.06 | 087 | 0.03 | 0.001 0.005 | 0.001 | 0.0001
33885 2 0.19 | 0.79 | 023 | 0.015( 0.006| 0.21 | 0.06 | 0.07 | 0.03 0.001 | 0.005 | §.001 | 0.0001
Miesto v Podbrezoyej Datmn 30.11.2023 Zivodny maiec Ing, Cizmarik Miroslav
Location Moc Date Works Inspector
Zeleziarne Podbrezavd a ., Kolkirehi 35. 976 21 Podk 4, Slovak Republi

Phonc: +421 48 645 303], Fuoc +42) 48 645 3032, wwaw stecltube sk

CIN: 31 562 141, VAT No: SK2020358704

Bank accomt: Sloverski sporite!iia) as, IBAN: SK69 1930 0000 0U0D 7990 0086, SWIFT (BIC): GIBASKBX
Registered in Registor of Busincss Mames in the District Court Banskj Bystrica, Section Sa. Eatry No. 6%/
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ZELEZIARNE Inspekény certifikat s 52730/1/2023
PODEREZOVA Inspection certificate
EN 10204:2004/3.1
List & - Sheet No.: 3/ 4
Ski¥ka tahom - Tensilk sest : 20 °C
. Smer odberw/yp
Cislo tavby Vzorka é. Rozmery vzorky Meadza klza Peynost' v fabhu Taznost
Cast number Test sample No. Dimensions Direction Type | Yield point - Proaf stress Tensile strength Elongation
of the test piece
Rp0,2 R10,5 Rm 2"
[mm] Ipsi] {psi] Ipsi] [%]
C. o min.| 39900 | 42100 70300 « 300
Nr Predpis - Reguirements: max. . — _ .
1 33417 A053639/23 26.88x3.95 L/R 60030 59890 78450 42.4
2 33417 AD53640/23 26.90%3.94 L/R 60610 60610 78880 42.2
3 33417 A053643/23 26.90x3.98 L/R 61630 61770 79460 41.8
4 33417 A053644/23 26.89x3.99 L/R 61340 61198 78740 42.0
5 33417 AD53645/23 26.91x4.02 L/R 61920 61770 79030 41.7
6 33417 A0535646/23 26.89x4.00 L/R 61480 61340 79320 419
7 33885 AD58607/23 26.72x3.88 L/R 63080 63220 79750 42.0
3 33885 A058608/23 26.76x3.86 L/R 63950 63950 804380 424
* Taznost - Elongatior]: min. (625000+50**0.2)/(Rm**0.9)
So [in.2] = prierez vporky na skisku Fahom - tensile test specimen cross - sectional area
Rum [psif = predpisapd minimalna pevnost’ v tahu - specified minimum fensile strength
L= Pozditny - Longitudinal
R = Plny prierez - Kull section
Skaiska ohybom vyhovela.
Bend test without objedtions.
Skuxka vodnym tlakom vyhovela. .
Hydraulic pressure t:j without objections. 2670.00 psi 5 sec 100%
Skai¥ka virivymi priadmi vyhovela Priemer vyvrtu
Eddy current test withdut objections ASTME-309 100 % Drilled hole 1.60 mm
Rulry nie s1i opravavang zvaranim.
No repairs by welding have been carried out.
Material nic je kontammovany ortutou.
Material has no contamination by mercury.
Material je vyrobeny viroku 2023
Material manufactured in 2023
Systém kvality vjrrubclic certifikovany fy SGS podla 1SO 9001, &islo certifikatm SK20/3261, platnost certifikat je do 15.6.2026.
Producer’s Quality Assurance Sylem is certified according to ISO 9001 by SGS, certificate no. SK20/3261, validity: 15.6.2026.
HRC max. 22.
Raédioizotopicks aktivita je roax. 100 Bg/kg,
Radivisotopic activity is max. 100 Ba/kg.
Celé mroZsivo materidlu je roztavené a vyrobené v Zeleziamach Podbrezové, as. Slovenskd republika.
All material melted and manufactured in Zeleziarne Podbrezova, a.s., Slovak republic,
Miesto v Podbrezqvej Datum 30.11.2023 Zévodny zaalec Ing. Citmirik Miroslav
Location Moc Date Works Inspector
Zeleziame Podbrezava ax., Kotkifed 35, 976 21 Podbrezova, Slovak Republic -
Phone: +421 43 645 3031, Fac: 4421t 48 645 3032, www steclwbe. sk
.31 562 141, VATN:SKanfosseros ' t ZELEZIARNE®

Bank account: Slovenskd sporitell
Registered in Register of Business]

w.5., IBAN: SKE9 U900 0005 500D 7950 0086, SWIFT (BIC): GIBASKEX PODBRETONE
iNames in the District Court Banski Bystrica, Section Sa, Entry No. 65/5 okiowd W 974 81 Parihrarows
o 1

arcberpelovoniafvaly 1"




Lo ZELEZ] é RNE® In¥pekény certifikat Nl 52730/1/2023

) Inspection certificate
. EN 10204:2004/3.1

List &. - Sheet No.: 4/ 4

Vietky vyrobky vyhovujii vyiSie uvedenym normam a poZiadavkim v objednavke.
Al products meet requirements of above mentioned standards and requirements specified in the order.

Vizndlna kontrola p rozmery vyhoveli (100 %).
Visual inspection aFud dimensional check withont objections (100 %).

Overenie zikladnych parametrov dokumenty kontroly v informagnom systéme virohen ZP 4. .
Verification of basic pgrameters of inspection document in the ZP information System (Manufacturers information system):

bttps://check.zelpo.sk certchk.php?ID=547275298

Miesto v Podbrezovej Ditum 30.11.2023 Zivodng zmalec Ing. Ci¥narik Mirostay
Location  pq. Date Waorks Inspector

Zcleziamne Podbeczovi a.s., Kolkireh 35, 974 31 Padbrezavi, Slovak Republie
Phane: +421 48 645 3031, Fax: +42{ 48 645 3032, www_steeltube sk
CIN: 31 562 141, VAT No: $K2020§58704

B8 JELEZIARNE® | @%{
R:g'mredianidn—nwainmNnnnindmDimi:thanddHyﬂliﬁ.ScﬁionSa.EnuyNa, &5 %

Bank account: Slovenska sporitelfiaa s IBAN: SK69 D900 0000 0UBD 7990 0086, SWIFT (BIC): GIBASKBY
e
atobametovonia kvally  “






