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Specification ASTM A3 Contractor NDAI CO ATION (USA) : Date of Issue 2024-06-04
] EEYE ' 2:x1oola$lstfr;t1 000
AEA oz | B2 | qasws | mmws |3 Tersle Test Chertical Compositon(3é) 4:x10,000 5:x100,000
Deen Quanty| ‘| HeatNo. | ProdciNo. |2 YW [T [ B [PA[ R [ W | Cls|m|P|S|a|[N|[B|a|[M|[w[T]V]|D
. S 4
(KSD ©6) | ) | (6 | () | Md % 41 3]3}a|lal2]2|4|3|2|3]3]|3]|3
0.1815"NOM48'XC 1 20,500 | VOS505 KRAB8570 Bj 435|678 | 34 2 L |1662] @ |48 | 148 75 3 2 2121 0 1 1 |1,445
01815 NOMx48"xC 1 21,140 | V05506 KRAB8580 Bj 432 67.1 30 2 L|1662] 9 | 448|148 | 75 3 2 21211 0 1 1 |1,445
0.1815"NOMx48™xC 1 21,100 VOS805 KRABSS370 B 4321 671 30 2 L|1,662] 9 | 4481148 | 75 3 . 2 . 21211 o} 1 1 11,445
mm% 0.1815"NOMx48'%C 1 17,970 V05507 KRASO550 B|40}670]| 19 2 L |1,648| 12 | 445 | 159 | 65 4 2 212] 0 1 1 1 11,434
0.1815"NOMx48>C 1 21,0101 V055805 KRAS3200 B}l 432 | 671 30 2 L 1,682 448 | 148 75 3 2 2 12| 1 0 1 1 11,445
0.1815"NOMx48'%C 1 21,070 VOS505 KHAQ?:Zm B 432 | 671 30 2 L|1682] 9 | 448|148 | 75 3 2 2 |21 1 0 1 1 |1,445
0.1815'NOMI8C 1 17,910 | V05507 KRAS4220 Bf 440|670 | 19 2 L. |1,648| 12 | 45| 188 | €5 4 2 212)] 0 1 1 1 (1434
0.1815"NOMx48'xC 1 21,040 | VOS50S KRAS4230 Bt 432 ] 671 30 2 L (1682 9 | 448|148 75 3 2 21211710 1 1 11,445
0.1815"NOMx48'XC 1 17,880 | w05833 KRBO4160 B| 806 | 73.1 27 2 L 11,645| 11 | 515|130 | 86 3 |1 21171 0 <] 1 1 {1,802
sk Sb Total(019) »+x 9 179,620(Kg)
*x Position — T:Top, M:Middle, B:Bottom
« Tensile test — Direction:Transverse, Gauge length:50mm (Rectangular), YP Mtd : 2 (0.2% off-set),5 (0.5% underload), U (Upper yield point), L (Lower yield point)
g « Division — P:Product analysis, L:Ladle analysis
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« 1. MELTED AND POURED IN REPUBLIC OF KOREA 2. EQUIVALENT TO ASME SA36
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WE HEREBY CERTIFY THAT THE MATERAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE ABCVE SPECIFICATION AND THE REQUIREMENTS aﬂ
. . ) (Chief Of Het Rolled Qualty Team
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* This Mill Test Certificate is a copy that has been printed from original electronic document(with digital signing).
You are able to check an original electronic document at hyundaisteel's customer portal.( httpy/sm.hyundai-steel.com/cs/cm/loginjsp) * QRcode scanner App : 'QReal’
* [AFEAL ZEolAbel B HAS B0 YVIE 1 9 ABAl MELY ol ARy 2XVL e ﬂﬁ‘—{g}.
* {Caution for Use] Darnage on products and safety problems may arise if used other than to the spec stated in this Mill Test Certification.






