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elAlY stara 2 PO A
MEE | e | B | yos | mmws (S Tendle Test Cherrical Camposiion(5%) 2D oo
Dersin ety | Yo | Heatho. | Poaate. f2f v [s[B Twalm W] 2 Cls|m|P|s|oa|N|B|lalm][w][n]v]or
jon ] =
(*65') Wl |w|ew|{M|Els|a|3|a]a|l2]2|a|la|2]3|s]ls]s
0.368"NOM48"XC 1 20,910 | VOs510 KRAB5280 Bf 421|689 | 3 2 L {1,782] 8 | 742 | 146 | 67 4 2 2|23 0 1 1 2 11,811
0.368"NOMx48'XC 1 21,0601 V5510 KRAB5300 Bl 421}689 | 31 2 L 1,782 & | 742 | 146 | 67 4 2 21810 1 1 2 |1,811
0.368"NOMx48'XC 1 18,970 | V05521 KRABB090 Bj3B0|652| 34 2 L[1,757} 8 | 728} 154 | 56 3 1 3 101 0 1 1 2 1,782
M 0.368"NOMx48'xC 1 20,880 | Vos521 KRASS100 By 388652 34 2 L[1,757] 8 | 728|154 | 56 13 1 3 101} 0 1 1 2 1,782
0.368"NOMx48"XC 1 21,070 | M35510 KRAB7720 B 421 | 689 31 2 L |1,782| 8 742 | 146 | 67 4 2 2 23 0 1 1 2 1,811
0.368"NOMx48"%XC 1 18,970 | Vo5521 KRAS0510 Bj388]652, 34 2 L [1,757] 8 | 728 | 154 | 56 3 1 3 0] 0 1 1 2 |1,/:2
0.368"'NOM48"%C 1 17,720 | w5521 KRASS280 B} 388|652 M4 2 L|1,757| 8 | 728154 | 56 3 1 3 10| 0 1 1 2 (1,782|-
0.368"NOMx48"xC 1 21,110| w5510 KRBOS80 Bl 421689 3 2 L|1,782] 8 | 742 | 146 | 67 4 2 2123 0 1 1 2 1,811
0.368"NOMx48"xC 1 21,090 VO5510 KRBOS900 Bj 421|689 3 2 L|1,782] 8 | 742 | 146 | 67 4 2 2{123] 0 1 1 2 1,811
sxk SUb Total(005) #++ 9 181,780(Kg) .
* Position — T:Top, M:Middle, B:Bottom \
« Tensile test — Direction:Transverse, Gauge length:50mm (Rectangular), YP Mtd : 2 (0.2% off-set),5 (0.5% underload), U (Upper yield point), L (Lower yield point)
g * Division — P:Product analysis, L:Ladle analysis ;
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« 1. MELTED AND POURED IN REPUBLIC OF KOREA 2. EQUIVALENT TO ASME SA36
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* This Mill Test Certificate is a copy that has been printed from original electronic document(with digital signing).

You are able to check an original electronic document at hyundaisteel's customer portal,( http://sm. Ijun1:1ai—steeI.com/cs/\:m/!ogin.jsp) * QRcode scanner App : ‘QReal'
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* [Caution for Use] Damage on products and safety problems may arise if used other than to the spec stated in this Mill Test Certification.
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