LPN PLATE MILL PUBLIC COMPANY LIMITED 101615

199/9 Moo 4 Suksawad Road Pakklongbangplakod, Prasamutchedee, Samutprakarn 10290 THAILAND
EN 10204:2004 Type 3.1

! Companny registration number : 0107539000014 TEL. (662) 815-6400-9 Fax : (662) 8156427-29 MILL TEST CERTIFICATE
CENTIFICATE NO. | paGe
5 MST 13024 212
. ‘[ vaTE oF 15suE
i MACSTEEL INTERNATIONAL USA CORP. 22-Jan-24
_u TEST METHOD
x ASTM A370: 19EI
o PO NO,
THIS MATERIAL HAS BEEN MANUFACTURED, TESTED AND FOUND TO MEET THE SPECIFICATIONS AND PURCHASE ORDER REQUIREMENTS b :
CARNIER
ASTM A36-201ASME 5A36-2023 -
PHYSICAL PROPERTIES
L Same DATE DATE . W it : . qQry YIELD TENSILE J- ELONG | “c FLONG fyT ASE7 10 | PARDNESS DEND ey
Test No | LOT HEAT NO. s oy DESCRIPTION (TxWx L) (inch) T i . ....ua..".di, .._m..ﬁ....._.ar LEVEL 2 i e IMPACTS
7917/23| E3 851 18/01/24 18/01/24 1* X 96" X 480" 2 41 66 28 - - = - a
7926/23| E3 877 20001724 | 20101/24 1" X 96" X 480" 2 42 66 28 - - - - -
7920/23 | E3 841 18/01/24 18/01/24 1" X 96" X 480" 2 44 69 27 - - - - -
CHEMICAL ANALYSIS  ( Product Analysis )
R DATE DATE z AL 2 ; & 2 x :
Test No | LOT HEAT NO. receiven| TesTED C Si Mn | S Al Ni Cu Sn Cr As Mo Nb Pb Ti \ B C.E.
7917/23| E3 851 18/01/24 18/01/24 0.169 0.182 0.864 0.012 0.015 0.037 0.013 0.043 0.015 0.022 0.010 0017 0.000 | < 0.002 0.002 0.003 0.0006 031
7926/23| E3 877 20/01/24 22/01/24 0.185 0.181 0.877 0016 0.016 0.042 0.016 0.045 0.014 0.026 0.010 0.023 0.002 0.006 0.001 0.004 0.0005 0.33
7920023 | E3 841 18/01/24 18/01/24 0.172 0.195 0.859 0018 0.010 0.039 0.015 0.043 0.015 0.033 0.010 0017 0.000 | < 0.002 0.002 0.004 0.0008 0.32
“Relled from slabs melted and poured at EASTERN STEEL SDN. BHD., Malaysia."
I certify the above results to be correct as contained in the records of LPN PLATE MILL Public Co.,Lid. EMMX \__.\ A
This report shall not be repreduced or copied in whole or in part, without the approval of QA Department (Nattaniéha Q mthim}) (Panomporn Tangj ﬁrwsu
: o 22.191 2% L2102t
of LPN PLATE MILL Public Co.l.td “Fully Killed" ,"fine grain", "No Mercury Added"” and "no weld repair" Reparted By Approved By
Laboratory Enginecr General Manager - Quality Assurance

Remark: [ )Ladle analysis : the chemical analysis representative of a heat of steel as reportes by the producer 2)Product analysis . the chemical analysis from directly analyze this product. (HQ-F-QA-1-501 Rev.003/15Aug2020)
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LPN PLATE MILL PUBLIC COMPANY LIMITED

LPN PLATE MI1J

Head Office : 333 Lao Peng Nguan 1 Building 29th Floox. Soi Chaypuang

Vibhavadee Rangsit Road,Jompon,Chatuchak,6 Bangkok 10900

Tel.02618-8020-38
Factory :199/9 Moo 4 Suksawad Road Pakklongbangplakod, Prasamutchedee, Samutprakarn 10290 THAILAND

TEL. (662) 815-6400-9
ITEM Grade Cer No. ID No. Heat No. Size Q'TY
1 ASTM A36-2019,ASME SA36-2023 AND ABS GRADE A MST 130124 E3G184AND1 877 1* X 96" X 480" 1
2 ASTM A36-2019,ASME SA36-2023 AND ABS GRADE A MST 13024 E£3G184DNO1 877 1" X 96" X 480" 1
3 ASTM A36-2019,ASME SA36-2023 AND ABS GRADE A MST 130/24 E3G262AN01 841 1" X 96" X 480" 1
4 ASTM A36-2019,ASME SA36-2023 AND ABS GRADE A MST 130724 £3G2620N01 841 1" X 96" X 480" 1
5 ASTM A36-2019,ASME SA36-2023 AND ABS GRADE A MST 130/24 E3G281ANO1 851 1" X 96" X 480" 1
6 ASTM A36-2010,ASME SA36-2023 AND ABS GRADE A MST 130/24 E3G281DN01 851 1* X 96" X 480" 1
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