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Commodity : Hot Rolled Coil Custoret Certificate No. :20241218-HS-0005-001
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0.245"NOMx48'%C 1 20,610 V27577 CYAS2110 Bl 429|688 34 2 Lit7e3) 11 | 772 | 125| 56 | 3 2 211 0 o 1 2 1,74
0.245"NOMK48'%C 1 20,540| V27577 CYAR2120 [ B 430|689 ) 2 2 L1703 11 | 772|125 | 86 | 3 2 211 (o] o] i 2 |1,7%4
0.245"NOMx48'%C 1 20,310 V27577 CYAS2580 | B 430|689 22 2 L|1,708] 11 | 772 | 125 | 56 3 2 211 0 0 1 2 |1,7%4
0245"NOMx48'%C 1 20,630 V27577 CYAR2530 [ B} 430|689 3 2 L1708 11 | 772 | 125 | 56 3 2 211 [¢] 0 1 2 |1,7%4
0245"NOMX48'%C 1 20,640 V27577 CYAS2600 | B 430|689 | 2 L1708 11 | 772|125 56 | 3 2 211 0 0 1 2 {1,794
0.245"NOMr48'%C 1 20,640 | V27577 CYAS%10 | B 430 | 689 | a2 2 L {178 11 772125 ] =5 3 2 21N o] Q 1 2 11,794
0245"NOMX48'%C 1 20,650 V27577 CYAS2620 | B 430|688 | & 2 Li{1703] 11 {772 ]125]| 5 | 3 2 211 0 0 1 2 11,734
0245"'NOMx48%C 1 20,640 Vers77 CYAS2630 B| 430|689 32 2 L]17a3] 11 {772} 125 | 56 3 2 211 0 0 1 2 |1,7%4
0245"'NOMx48'%C 1 20,560 | V27580 CYAS2650 Bl 450|687 36 2 L |1,637| 10 | 758 | 117 | 49 3 2 2111 0 0 1 2 1,740

*xx SUb Total(001) #++ 9 185,220(Kg)

Position - T:Top, M:Middle, B:Bottom
* Tensile test — Direction:Transverse, Gauge length:50mm (Rectangular), YP Mtd : 2 (0.2% off-set),5 (0.5% underload), U (Upper yield point), L (Lower yield point)
N [* Division - P:Product analysis, L:Ladle analysis
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+ 1. MELTED AND POURED IN REPUBLIC OF KOREA 2. EQUIVALENT TO ASME SA36
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* [Caution for Use] Damage on products and safety problems may arise if used other than to the spec stated in this Mill Test Certification.
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