MATERIAL TEST REPORT BY DELIVERY : 81299726 - May 27, 2025 - Page:1

. . . REF/BOL:81299726
unn s Atlas ube Sold To: Ship To:

O . mosew or 2ernmes wousTaES Superior Supply and Steel Superior Supply and Steel
171 Cleage Dr Sulphur ,LA,70664 318 North Cities Service Hwy
Birmingham,AL,US,35217 US Sulphur ,L.A,70663
205-520-0238 / 205-520-0238 Us
Heat #: SQ2571 Made In: US Melted and Poured In: US

C Mn P S SI Al CuU CB MO NI CR \4 TI B N
0.05 0.41 0.007 0.002 0.029 0.027 0.14 0.0 0.01 0.04 0.05 0.003 0.0 0.0 0.008

. . . Yield Tensile Eln.2In CE
Material Group# : 020010120 Certification:ASTM A513-24, TYPE 1 000000 Psi | 000000 Psi % 0.15
Mill Mill Location Method Recycled Content |Post Consumer Pre-Consumer % Harvested Within Miles of Location

(Post Industrial)
NUCOR Decatur,AL EAF 53.70% 23.80% 29.90% 86.00% 500.00
Material Customer Item Customer Note
2.0x1.0x120x20'0"0(5x10).A513 982024940
Bundle No Pcs Purchase Order Sales Order Sales Order Note
MC00268996 50 P0257116-01 0002203196

Authorized by Quality Assurance: %"‘W Jason Richard

The results reported on this report represent the actual attributes of the material furnished and indicate full compliance with all applicable specification and contract regquirements.
CE calculated using the AWS D1.1 method. This document is in compliance with the requirements of EN 10204 type 3.1

P Steql Tube @ Metals Service Center Institute
<@Y Institute




MATERIAL TEST REPORT BY DELIVERY : 81299726 - May 27, 2025 - Page:2

Sold To: REF/BOL:81299726

Superior Supply and Steel
Sulphur ,LA,70664
UsS

unn s Atlas ube

-'f..:- SON CF 2EREUNEN INDILETRES
171 Cleage Dr
Birmingham,AL,US,35217
205-520-0238 / 205-520-0238

Ship To:

Superior Supply and Steel
318 North Cities Service Hwy
Sulphur ,LA,70663

UsS

Heat #: NQ1351 Made In: US Melted and Poured In: US

C Mn P S SI Al CU CB MO NI CR \4 TI B N
0.2 0.4 0.009 0.002 0.027 0.024 0.13 0.0 0.01 0.03 0.05 0.003 0.001 0.0 0.005
. . . Yield Tensile Eln.2In CE
Material Group# : 020020250 Certification:ASTM A500-23 GRADE B&C 057425 Psi | 064381 Psi | 25.0 % 0.29

Mill Mill Location Method Recycled Content |Post Consumer Pre-Consumer % Harvested Within Miles of Location
(Post Industrial)
NUCOR Decatur, AL EAF 53.70% 23.80% 29.90% 86.00% 500.00
Material Customer Item Customer Note
2.0x2.0x250x20'0"0(6x6). 982024310
Bundle No Pcs Purchase Order Sales Order Sales Order Note
MC00271617 36 P0256742-01 0002195680
MC00271619 36 P0256742-01 0002195680

Authorized by Quality Assurance: &2 koo Jason Richard

The results reported on this report represent the actual attributes of the material furnished and indicate full compliance with all applicable specification and contract regquirements.
CE calculated using the AWS D1.1 method. This document is in compliance with the requirements of EN 10204 type 3.1

2\ Steel Tube
v Institute

%} Metals Service Center Institute



MATERIAL TEST REPORT BY DELIVERY : 81299726 - May 27, 2025 - Page:3

. . . REF/BOL:81299726
unn s Atlas ube Sold To: Ship To:

O . mosew or 2ernmes wousTaES Superior Supply and Steel Superior Supply and Steel
171 Cleage Dr Sulphur ,LA,70664 318 North Cities Service Hwy
Birmingham,AL,US,35217 US Sulphur ,L.A,70663
205-520-0238 / 205-520-0238 Us
Heat #: 823165280 Made In: US Melted and Poured In: US

C Mn P S SI Al CU CB MO NI CR \4 TI B N
0.21 0.83 0.011 0.004 0.008 0.05 0.018 0.004 0.004 0.01 0.03 0.001 0.002 0.0002 0.004

. . . Yield Tensile Eln.2In CE
Material Group# : 025025250 Certification:ASTM A500-23 GRADE B&C 069320 Psi | 077313 Psi 27 % 0.36
Mill Mill Location Method Recycled Content |Post Consumer Pre-Consumer % Harvested Within Miles of Location

(Post Industrial)
CLIFFSST Burns Harbor, IN BOF 34.00% 8.16% 25.84% 100.00% 700.00
Material Customer Item Customer Note
2.5%2.5x250x20'0"0(8x4). 982024340
Bundle No Pcs Purchase Order Sales Order Sales Order Note
M400266705 32 P0255798-01 0002198404

Authorized by Quality Assurance: %"‘W Jason Richard

The results reported on this report represent the actual attributes of the material furnished and indicate full compliance with all applicable specification and contract regquirements.
CE calculated using the AWS D1.1 method. This document is in compliance with the requirements of EN 10204 type 3.1

P Steql Tube @ Metals Service Center Institute
<@Y Institute




MATERIAL TEST REPORT BY DELIVERY : 81299726 - May 27, 2025 - Page:4

Sold To: REF/BOL:81299726

Superior Supply and Steel
Sulphur ,LA,70664
UsS

unn s Atlas ube

-'f..:- SON CF 2EREUNEN INDILETRES
171 Cleage Dr
Birmingham,AL,US,35217
205-520-0238 / 205-520-0238

Ship To:

Superior Supply and Steel
318 North Cities Service Hwy
Sulphur ,LA,70663

UsS

Heat #: SQ2146 Made In: US Melted and Poured In: US

C Mn P S SI Al CU CB MO NI CR \4 TI B N
0.19 0.39 0.009 0.002 0.023 0.029 0.1 0.0 0.01 0.03 0.05 0.002 0.001 0.0 0.006
. . . Yield Tensile Eln.2In CE
Material Group# : 030030250 Certification:ASTM A500-23 GRADE B&C 059283 Psi | 070772 Psi | 28.9 % 0.28

Mill Mill Location Method Recycled Content |Post Consumer Pre-Consumer % Harvested Within Miles of Location
(Post Industrial)
NUCOR Decatur, AL EAF 53.70% 23.80% 29.90% 86.00% 500.00
Material Customer Item Customer Note
3.0x3.0x250x20'0"0(5x%5). 982024560
Bundle No Pcs Purchase Order Sales Order Sales Order Note
MA00218569 25 P0257116-01 0002197887
MA00218570 25 P0257116-01 0002197887

Authorized by Quality Assurance: &2 koo Jason Richard

The results reported on this report represent the actual attributes of the material furnished and indicate full compliance with all applicable specification and contract regquirements.
CE calculated using the AWS D1.1 method. This document is in compliance with the requirements of EN 10204 type 3.1

8 Steel Tube
(@Y Institute

%} Metals Service Center Institute

# OF WORTH AMERICA



MATERIAL TEST REPORT BY DELIVERY : 81299726 - May 27, 2025 - Page:5

Sold To: REF/BOL:81299726

Superior Supply and Steel
Sulphur ,LA,70664
UsS

unn s Atlas ube

-'f..:- SON CF 2EREUNEN INDILETRES
171 Cleage Dr
Birmingham,AL,US,35217
205-520-0238 / 205-520-0238

Ship To:

Superior Supply and Steel
318 North Cities Service Hwy
Sulphur ,LA,70663

UsS

Heat #: 1504322 Made In: US Melted and Poured In: US

C Mn P S SI Al CU CB MO NI CR \4 TI B N
0.2 0.47 0.009 0.003 0.03 0.022 0.1 0.0 0.01 0.04 0.05 0.002 0.001 0.0 0.007
. . . Yield Tensile Eln.2In CE
Material Group# : 030030250 Certification:ASTM A500-23 GRADE B&C 069051 Psi | 073442 Psi | 27.0 % 031

Mill Mill Location Method Recycled Content |Post Consumer Pre-Consumer % Harvested Within Miles of Location
(Post Industrial)
NUCOR Decatur, AL EAF 53.70% 23.80% 29.90% 86.00% 500.00
Material Customer Item Customer Note
3.0x3.0x250x20'0"0(5x%5). 982024560
Bundle No Pcs Purchase Order Sales Order Sales Order Note
MA00218571 25 P0256742-01 0002195680
MAO00218572 25 P0256742-01 0002195680

Authorized by Quality Assurance: &2 koo Jason Richard

The results reported on this report represent the actual attributes of the material furnished and indicate full compliance with all applicable specification and contract regquirements.
CE calculated using the AWS D1.1 method. This document is in compliance with the requirements of EN 10204 type 3.1

8 Steel Tube
(@Y Institute

%} Metals Service Center Institute

# OF WORTH AMERICA



unn s Atlas ube

-'f..:- SON CF 2EREUNEN INDILETRES
171 Cleage Dr
Birmingham,AL,US,35217
205-520-0238 / 205-520-0238

MATERIAL TEST REPORT BY DELIVERY : 81299726 - May 27, 2025 - Page:6

Sold To:

Superior Supply and Steel
Sulphur ,LA,70664

UsS

Ship To:

Superior Supply and Steel
318 North Cities Service Hwy
Sulphur ,LA,70663

UsS

Heat #: A503688

Made In: US

Melted and Poured In: US

REF/BOL:81299726

C Mn P S SI Al CuU CB MO NI CR \4 TI B N
0.22 0.48 0.01 0.005 0.03 0.032 0.09 0.001 0.01 0.03 0.05 0.0 0.001 0.0001 0.0069

. . . Yield Tensile Eln.2In CE
Material Group# : 040020250 Certification:ASTM A500-23 GRADE B&C 066260 Psi | 073633 Psi | 26.6 % 033
Mill Mill Location Method Recycled Content |Post Consumer Pre-Consumer % Harvested Within Miles of Location

(Post Industrial)
SDI Columbus,MS EAF 76.00% 95.00% 5.00% 75.00% 500.00
Material Customer Item Customer Note
4.0x2.0x250x20'0"0(5x5). 982024750
Bundle No Pcs Purchase Order Sales Order Sales Order Note
MAO00217885 25 P0257116-01 0002201641

Authorized by Quality Assurance: &2 koo Jason Richard

The results reported on this report represent the actual attributes of the material furnished and indicate full compliance with all applicable specification and contract regquirements.
CE calculated using the AWS D1.1 method. This document is in compliance with the requirements of EN 10204 type 3.1

8 Steel Tube
(@Y Institute

%} Metals Service Center Institute

# OF WORTH AMERICA



MATERIAL TEST REPORT BY DELIVERY : 81299726 - May 27, 2025 - Page:7

REF/BOL:81299726

unn s Atlas ube

-'f..:- SON CF 2EREUNEN INDILETRES
171 Cleage Dr
Birmingham,AL,US,35217
205-520-0238 / 205-520-0238

Sold To:

Superior Supply and Steel
Sulphur ,LA,70664

UsS

Ship To:

Superior Supply and Steel
318 North Cities Service Hwy
Sulphur ,LA,70663

UsS

Heat #: 2504311 Made In: US Melted and Poured In: US

C Mn P S SI Al CU CB MO NI CR \4 TI B N
0.2 0.45 0.01 0.002 0.03 0.024 0.08 0.0 0.01 0.07 0.07 0.001 0.001 0.0 0.006
. . . Yield Tensile Eln.2In CE
Material Group# : 060040250 Certification:ASTM A500-23 GRADE B&C 051274 Psi | 062296 Psi | 317 % 031

Mill Mill Location Method Recycled Content |Post Consumer Pre-Consumer % Harvested Within Miles of Location
(Post Industrial)
SDI Columbus,MS EAF 76.00% 95.00% 5.00% 75.00% 500.00
Material Customer Item Customer Note
6.0x4.0x250%x20'0"0(3x3). 982024945
Bundle No Pcs Purchase Order Sales Order Sales Order Note
MA00217074 9 P0257116-01 0002203196
MA00217075 9 P0257116-01 0002203196

Authorized by Quality Assurance: &2 koo Jason Richard

The results reported on this report represent the actual attributes of the material furnished and indicate full compliance with all applicable specification and contract regquirements.
CE calculated using the AWS D1.1 method. This document is in compliance with the requirements of EN 10204 type 3.1

8 Steel Tube
(@Y Institute

%} Metals Service Center Institute

# OF WORTH AMERICA



MATERIAL TEST REPORT BY DELIVERY : 81299726 - May 27, 2025 - Page:8

. . . REF/BOL:81299726
unn s Atlas ube Sold To: Ship To:

O . mosew or 2ernmes wousTaES Superior Supply and Steel Superior Supply and Steel
171 Cleage Dr Sulphur ,LA,70664 318 North Cities Service Hwy
Birmingham,AL,US,35217 US Sulphur ,L.A,70663
205-520-0238 / 205-520-0238 Us
Heat #: 813K63800 Made In: US Melted and Poured In: US

C Mn P S SI Al CuU CB MO NI CR \4 TI B N
0.21 0.81 0.011 0.002 0.008 0.036 0.014 0.005 0.002 0.01 0.03 0.001 0.002 0.0002 0.005

. . . Yield Tensile Eln.2In CE
Material Group# : 100060250 Certification:ASTM A500-23 GRADE B&C 059997 Psi | 081865 Psi 20 % 0.35
Mill Mill Location Method Recycled Content |Post Consumer Pre-Consumer % Harvested Within Miles of Location

(Post Industrial)

CLIFFSST Burns Harbor, IN BOF 34.00% 8.16% 25.84% 100.00% 700.00
Material Customer Item Customer Note

10.0x6.0x250x20'0"0(2x4).

Bundle No Pcs Purchase Order Sales Order Sales Order Note
M500560609 8 P0O255275-01 0002198401

Authorized by Quality Assurance: %"‘W Jason Richard

The results reported on this report represent the actual attributes of the material furnished and indicate full compliance with all applicable specification and contract regquirements.
CE calculated using the AWS D1.1 method. This document is in compliance with the requirements of EN 10204 type 3.1

P Steql Tube @ Metals Service Center Institute
<@Y Institute






