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| CERTIFICATE OF TEST AN ANALYSIS

No. Cedificado /
Cerdificnle No:

447 - 24450497 - 22

Fecha f Date:

2310612022

HMecho en México / Made in Meaxico

DATOS DEL CLIENTE/SQLD TO

CLIENTE CONSIGNADOQ / SHIP TO

DATOS DEL EMBARQUE 7 SHIPPING INFORMATION

Clicnto / Cuslomer, SUPERIOR SUPPLY AND STEEL

Cllenie f Customer: SUPERIOR SUPPLY AND STEEL

Nim. Viaje / Travel No: 447

Direccién / Address: 318 NORTH CITIES SERVICE HWY

Direccldn f Address: 318 N. Clties Service Hwy

Nam. Facturs / Invoice No: V2504

Cludad / Clty: SULPHUR

Eslado f Siale: , LA

Cidad / Clty: SULPHUR

Estado ! Slate: , LA

Pedido  Customer Qrder No: 24498497

Teléfono / Phone: 337 625 2300

Pais  Country: USA C.P.ZZIP 70663

Correo Elscironico / eMall; clabauve @supsil.com

Nam. Plan # Shipping Plan: 465

Fecha Embarque f Dale: 23/06/2023

Campsa / Purchase QOrder: P0239779+1

Orden de
COMPOSICION QUIMICA I CHEMICAL COMPOSITION {3 PESO JWEIGHT)
Colada t )SecuonclaJ{ Clave/ Praducto f Descriplicn of Gaods % C mm Mnl %8l | %P | A5 | % Cu| %Cr| %N |[%Mo|%Sn| %Ti] %V [|%Nb| %N | CE
Haat Sequence Codo
AVG | AVG | AVG | AVG | Ava | AVG | AVG | AVG | avG | AVG | AVG ] AVG 1 AVG | AVG | AVG
65594 11698 62285 |FLAT DAR 4" x V8" AJB/529.50 20" 2.0T 0.21 | 071 | G20 |0.014 | 0.010{ 0.24 | 0.122 | 0,088 | 0.024 | 0.041 | 0.000 | 0.004 [ 0,002 | 0.0DQ | 0.351
ASTM ABIAIBIAS29-50 5 5 5 ¢ g 8 8 7 Fi
B5594 73559 62285 |FLAT BAR 4" xM8" A30/525.50 20" 2.0T .21 | 0.71 | 0.20 | 0.014 | D010 0.24 | 0.122 | 0.089 | 0.024 | 0.011 | .000 | 0.004 | 0002 ) 0.008 | 0.251
ASTM AGIAIGIAS29-50 5 5 5 0 g 6 8 7 [
65594 73700 62285 |FLAT BAR 4™ x 8™ A35/529-50 20' 2.0T 21 | 071 | 020 |GQ13 | 0018 ) 0.24 | 0122 | .05 | 0024 | 0.011 | 0.000 | 0.004 } 0.002 { 0.008 | D.391
ASTM ACBIAIGIAS20-50 5 5 L 0 & & 8 7 7
65595 73687 62285 |FLAT BAR 4" x 28" A36152D-50 20" 2,07 .22 1 0771 | 048 | 0.012 | 0009 | D.22 | 0,087 | 0.078 { 0.021 | 0.010 | 0.000 | 0.004 | 0.002 1 0.008 | D.352
ASTM ABIA3EB/AS20.50 a a 3 5 G 2 B 7 G
£5596 73694 62285 |FLAT BAR 4" x 318" A36/529-50 20' 2.0T 0.21 t 0.72 { 029 | 0011 | 0010 | D24 | 0.069 | 0.073 | 0.019 | 0.033 | 0.000 | 0.004 | 0.002 | 0.008 | 0.355
ASTM ADFAJR/AS2D.51) . 5 a 0 Q & G a 1 6
65352 13597 18580 |FLAT BAR 8™ x 174" A3W525-.50 20' 207 G2z | 0.83 | 025 | 0.008 |0.020| 020 | 0.049 | 0.069 | 0,020 | 0.071 | 0.0D1 | 0,003 | 0,002 | 0.008 | 0.374
ASTM ABIAIBIASZ2D-50C 5 0 D 0 | 3 6 G 4 2
65352 75498 18580 |FLAT BAR B™ x 114~ A361529-50 20' 2.0T 0,22 | 083 | 0.25 | 0,008 | 0020} 020 [ 0.045 | 0.068 | 0.020 | 0.011 | 0.0D1 | 0.003 | 0.002 | 0.008 | 0.274
ASTM AGIAIBIAS29-50 5 0 0 o 3 ) G 4 2
65359 73551 10699 | FLAT BAR 8" x 3/4" A36/525.50 20" 2.0T 0.20 | 0.71 | 0.21 | 0.012 | 0.014 | 0.21 | 0.090 | 0.083 | 0.027 | 0.011 | 0.000 | 0.003 | 0.002 | 0.009 | 0.340
ASTM ABTAIG/AS2D-50 D 5 0 0 7 | 4 [ 4 | 4 [
65350 13550 11699 [FLAT BAR B" x 24" A201520-50 20" 2.0T 021 | 0.74 | 024 {10.010| 0012 ) 0.22 | 0.088 | 0.051 [ 0.025} 0.010 | DOD1 | 0.0N4 | 0.002 | 0.003 | 0.356
ASTM ABIAIBIAS2D.50 5 0 D 5 o 5 5 2 )
65288 73280 60063 |WIDE FLANGE BEAM 6* x 9.0 ASS2rA572- | 0.07 | 1.02 | 0.23 | 0.008 | 0.0092 | 011 | 0.081 | 0.0468 | 00157 0.006 | 0.010 | 0.0D5 | 0.032 | 0.008 | 0.254
50 20" 207 0 0 0 5 0 3 a8 7 1
PROPIEDADES MECANICAS / MECHANICAL PROPERTIES
Colada/ |Secusncia/| Clave/ | Praducte /Descriptlon ol Goods | Calibre # |Canlidad/| RT TS % Elong { LF YS P. Doblez /
Heal Sequence | Codo Diameler | Bundie | kg/mm? RSl Elon kg/mm? PS5l Boand Toat
: s AL Lol TR A AVG VG v
2 S R A e | &S
855984 73694 B2208%5 _ur__ﬂ BAR .a.. x 48 AJ6I528-50 | 4" x 8 10 52.86 |751685.23 32.87 38.10 |54180.758] Cumplcef
20" 20T ASTM ABIAJBIAS2D-50 ] Successfully
65504 73645 62285 |FLAT BAR 4™ x3/8" A36/520-50 | 4" x 8" Fi h2.88 J73165.23 32.47 _ J4.10 |54188.75 Cumple /
20" 20T ASTM ABIAJBIAS28-5D _ Succaossfully
55594 TA700 62285 [FLAT BAR 4" x /8" AJ8r526.50 | 4" x /8" 1 52.86 |75165.22 32.87 38.10 | 5418875 Cumplo /
20" 2.0T ASTM AB/AIGIASZD-50 Succassiully

Cerificamaos quo esto materiat ha sido producido, Inspeccionado y probacdo de acuerdo a las normas de fabricacién del acero aplicables a la ASTM

A3B6-2008, A525-2005 {re aprobada el 2009), A572-2012 y A992-2011 y a las normas dimenslonales NMX B252, ASTM AG/AG6M-2012. / Wo corify
that this maletial has been produced hot-rolled carbon, inspected and tested according to standards applicable steelmaking to ASTM AJG-200E8,
AS25-2005 (Reapproved 20039), AB72-2012 y AB92.2011, and the dimensional slandards NMX B252, ASTH ASJAGM-2012.

BENCE ﬂﬂ@

FYERDE

MANUEL MARCELINO GARCIA RAMOS
Gerente de Aseguramiento de Calidad / Quslity

Assurance Manager
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% SUZCEATA  Aceria Ramos Arlzpo No. Certificado / 447 - 24499487 - 22

,_ . Carretera a Monclova Km 4 #2125 Tramo Santa ! CERTIFICATE OF TEST AN ANALYSIS Cerlificats No:
% “ Cruz-Ojo Caliente |Fecha / Date: 2310612023

C.PJZIP 25900 RAMOS ARIZPE, COAHUILA
TelfPhane {+52) 01 818 368 1111

EX n ELE z £l b EWN CALIDAD MX8008231 5700, USA 1800 332 2376, Hecho en Mésico / Made in Mexico
cusiomerdeaf@dencero.com

PROPIEDADES MECANICAS / MECHANICAL PROPERTIES
Colada/ iSocuenclal| Claves | Producto f Doscription of Goods Cofibra/ |Canlidad}§ RT TS % Elong / LF Y5 P. Boblez /
Imm: nnﬁm muzn_n kg/mm? PS] Elong kp/mm?® PSI Bend Tast
Lz AR e 3 Lo AVG ey
L . hl ._..-._....lu.., ;EIE .._ Triﬂh..“% E AVG AVS AVG AVG
85585 wmmmq mmmmm FLAT BAR 4" x 3/8" A38/528-50 | 4" x Em._ ._ { 5288 |75185.23 32.87 3310 (54188.75] Cumple/
__|20F 2.0T ASTM ABJAJI6/A%S29-50 Successfully
655986 73694 62285 |FLAT BAR 4™ x 318" A3B/52D.50 | 4" x 3" | 52.88 [75165.23 32.87 38.10 |54188.75| Cumple/
. 20" 2,07 ASTM ABJAIBIAS29.50 Successiully
65152 13997 18590 |FLAT DAR 8" x 1/4" A38/520.50 | 8" x 114" 2 52.89 | 75360.03 019 40,00 |56B77.64| Cumple/
- 20 2.0T ASTM AB/AIBIAS2D-50 Successfully
85382 73598 1B390 |FLAT BAR & x 1/4" A306/528-50 | & x 1/4" 2 53.00 |75382.88 J0.11 A0.00 |56877.94] Cumpla/
200 2.0T ASTM AGIAJ0/A529-50 Successiully

6535¢ 73551 10693 {FLAT BAR & x 3/4™ A36/529-50 | 8" x 314~ 5 53.28 | 75769.55 32.87 4077 |57873.96 Cumplo }
_|20° 2.0T ASTM AG/AI0/AS28-50 Succeszfully

683360 73550 10898 |FLAT BAR B™ x 2/4™ A36J529-50 | 8* x 314~ 2 54.57 | 77603.86 32.897 4076 |57860.27| Cumple/
200 2.0T ASTM AG/A3G/AD20-50 Svccessiully

69288 73280 ] 60663 |WIDE FLANGE BEAM 6"x 0.0 6" 2 6404 |78853,07 32.487 42.25 |800B5.54 Cumple /
ASS2/A5T2-50 20' 2.0T Successfully

Certificamos que osto malanicl ha sido produclde, Inapecclonado y probado de aguerde 8 Ins normas de fabricacion de! acere aplicables a la ASTM

A3B-2008, A523-2005 (re aprobada el 2009}, A572-2012 y A992-2011 y o las normas dimenslonales NMX B252, ASTM ABJAGM-2012. { We certily : - :
that this material has been produced hot-rolled carbon, Inspected and tested according to standards applicable sieetmaking io ASTM-A36-2008, .
AS528-2003 {(Reapproved 2009), A572-2012 y A532-2011, and tho dimenaional standards NMX B252, ASTM AGIABM-2012. - ar

MANUEL MARCELINO GARCIA RAMOS
Gerenle de Aseguramiento de Calldad 7 Quality

.ﬁ%_wmﬁ Assurance Manager




