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. 6226 W. 74TH STREET https:/iwww.nucortubular.com
~NUCco .Fﬂ CH"?AG?& “é 5%58%3 https:/Awww .ntpportal.com
TUBULAR PRODUCTS Tel: 708-495-0 Certificate Number: BHM 921790

Fax: 708-563-1950

Sold By: Purchase Order No: 4500544333

NUCOR TUBULAR PROCU TS INC. Sales Order No; BHM 598493 - 1

BIRMINGHAM DIVISION Biil of Lading No: BHM 53973 - 4 Shipped: 1/30/2023
3525 RICHARD ARRINGTGE JR.BLVD N Invoice No: Invoiced:

BIRMINGHAM, AL 35201
Tel: 205 251-1834
Fax: 205 251-1553
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g o0 W, MARSHALL AV_[ Nl ‘E 4, ou vy, MAROSHALL MyvLivivw
LONGVIEW, TX 75604 LONGVIEW, TX 75604
CERTIFICATE of £~ .LYSIS and TESTS Certificate No: BHM 921790
Customer Part No: Test Date: 1/24/2023
TUBING A500 GRADE B(C) Total Pieces  Total Weight Lbs
6" SQ X 1/2" X 20° 18 12,687
_ e

Bundle Tag Mill He-:t Specs YT Ratio Pieces  Weight Lbs
226725 40N NI SRS YL D=66700/TEN=76900/ELG=32.9/RWB=91 0.8674 6 4,229
226726 40N Ni. /L ) Y1.D=66700/TEN=76900/ELG=32.9/RWB=01 0.8674 6 4,229
226727 40N NL TS 5 YLD=BGTOUITEN=?6900£ELG=32.9!RWB=91 0.8674 8] 4,229
Mill #: 40N Heat #: NN'77 ° Carbon Eq: 0.2797 Heat Src Origin: MELTED AND MANUFACTURED IN THE USA

C Mn P S Si Al Cu Cr Mo V Ni Nb Sn

0.1900 | 0.4000 ! 0.0070 3.0020 | 0.0390 | 6.0300 | 0.1200 | 0.0500 | 0.0100 0.0020 | 0.0400 [ 0.0060 | 0.0030

N B Ti | Ca

70,0061 | 0.0001 | 0.0020 ' 0.0016

Certification:

| certify that the above o @ are atrue and correct copy of records prepared and maintained by NUCOR TUBULAR
PRODUCTS INC. Swor~ .+ fay, 1/24/2023.

THE SPECIFICATIONS L. D BELOW REPRESENT THE

CURRENT ISSUED DATH & )F THESE STANDARDS. THIS
DOES NOT INDICATE 1+ -7 THE MATERIAL ABOVE CONFORMS
TO EACH OR ALL OF THE $TANDARDS. WE CERTIFY THE

VATERIAL ABOVE TO THE “PECIFICATION LISTED IN THE
LINE DESCRIPTION. y{-’/

CURRENT STANDARL .

A252-19 Nora Qukajji

AS500/A500M-21 Metallurgist/Quality Supervisor
A513/A513M-21

ASTM A53/A53M-20} / ¢ A-53/SA-53M-21

A847/AB47TM-14

A1085/A1085M-15

IN COMPLIANCE WITH . « 204 SECTION 4.1
INSPECTION CERTIFIC-ATE TYPE 3.1
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