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PHOENIX METALS 0603687 120324 42300-3-1

Certified Inspection Report

Taber Extrusions, L1.C
1900 34th Street
Guliport, MS 39501

Sales Order #
42300151 ilelted and Mm“aum@wr@d

Customer # Customer PO# W@ @gﬁ;@ E
20278-0 SL-22148 !
! ]
I
i
Item Die Number Part Descrlptlon Alloy - Temper Length  Pieces  Pounds
3 13552 §X5X.25 SC TUBE 5 X § X .26 SC TUBE 6061 - T8 288 ‘2 1642
Chemical Composition Limits Specifiention(s);  ASTMB221-21 & AMS QQ-A-200/8
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Taber Extrusions L.L.C. hereby certify
that the material described herein has been
made to the applicable gpecifications of
alloy 6061: temper T6, and the required
samples tested in accordance the
requirements of Part2 Chapter 5 2023(The
American Bureau of Shipping Rules) with
satisfactory results. Under Certificate for
Quality Assurance Program.

William Garlock
WO # Date
§927385 03 JUL 2023

Certificate of Inspection and 'T'esi Results
‘The undersighed cerlifies that the malerial, processes, and testing used in the fabrication of this order meet all applioable spueifications in the ftem desceiption,
Unless the item descriplion indicates otherwise, the current Aluminum Association Standnrds and the Data Publication is considered the applicable reforence. Test
reports showing conpliance to the appropriale specifications are on file subject to examination.
This certification shell be demed a part of and subject 10 all of the terms and conditions set forth on the front and reverse sides of Taber Extrusions Gulfport's
Quotation and/or Order Acknowledgement Form,
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