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We hereby certify that the test results presented here

CMC STEEL ALABAMA CERTIFIED MILL TEST REPORT are accurate and conform to the reported grade specification
AT 101 S 50TH STREET For additional copies call U 7‘{;
S BIRMINGHAM AL 35212-3523 800-637-3227 Mﬂ.—ﬂ-ﬂ -
Marcus W. McCluney - CMC Steel AL
® Quality Assurance Manager
1SERIES-BPS
HEAT NO.:1088347 S 5 T ' Delivery#: 85633484
SECTION; ANG 7 X 4x3/8 20'0" A36/52930 O H BOL#: 75702865
. GRADE: ASTM A36-19/A529-19 Gr 50 L ! 555 POYNTZ AVE | 14750 W Marshall Ave CUST PO#: 4500564064
ROLL DATE: 10/12/2023 D | MANHATTAN KS P | Longview TX CUST P/N: 507004001220
VIELT DATE: 09/27/2023 US 66502-6085 Us 756044817 DLVRY LBS / HEAT; 16320.000 LB
Cert. No.: 85633484 /0889478313 T | 7855875182 T | 9037591858 DLVRY PCS /HEAT: 60 EA
O | 7855872282 O
Characteristic  Value Characteristic Value Characteristic Value
c 0.15% Elongation Gage Lgth test 1 8IN U ,
M . 0.73% Yield to tensile ratio test1  0.72 S e e T
P R "IIIJ._IJ"ID.“}E;: Yield Strength test 2 56.5ksi - ) ;
S C T 0.024% Tensile Strength test 2 74.6ksi ;oo
Si T 0i16% Elongation test 2 24% - T
Cu 0.33% Elongation Gage Lath test 2  8IN
Cr.. ..,. - 0.14% Yield to tensile ratio test2  0.76 e TE e T
NE 0.11% - . : -
Mo 0.032% The Following is true of the material represented by this MTR:
. A - e - §.005% “Material is fully kited éndis. f-;ml Ralad Sree}
L 0] s R LA TR 0.012% “100% molted, rolled, aﬂd manufaf:n.t:réc_n':.:'n Hig-LiSA
T Sn ot 0.012% "EMT0204 2004 3-1cur_13p!'a'arilr - | L
B: '+ - 0.0003% ‘Comamns no weld rﬂpa.r'r. ‘ .
Ti et B.001% *Contains na Mercury E:}g}_tamman'm o S
N 0.0109% “Wanufaciured in aceordance m’t.‘:. HJ.E' falas! -.fersic;.-r-
Carbon Eq A6 0.33% of the plant guatily manual
Carbon Eq A529 0.26% “Meets the "Buy America” requiterients of 21 CFRE35.410.°49 CFR 661
Yield Stren gth tE'..'-'a-l- '1- | 55.lﬂksi ‘Warning: This product car expﬂ's-é-fmu M) c.*rgxraicaré whf'ch are
Tensile Strength test 1 75 9ksi knawn 10 the Stale of Catifornia to cause cancer, birth defects
Elongation test 1 2507 or oiher reproductive harm. For moreinformation go-
o . o www PESWarnings ca.gov
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JEMARKS - ALSO MEETS ASTM GRADE A36 REV 08, A572-21 GR 50, A709-36, A709-50, A992, AASHTO GRADE M270-36, M270-50, CSA G40.21-04 GRADE 44W, 50W,
~SME SA-36 2008A ADDEND A.
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