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American Metal Group
290 Lower Bon Air Road
F rF F5 7 7/

Sylacauga, AL 35150
Tel 205.433.6680

AMERICAN METAL BROUR

NP 1

Customer PO Na:

American Metal Group Grder No:
Order Line;

American teta! Group Part Mo
Customer Fart Mo

Shipped Qty:

Heatl:

Grade:

Country of Origin:

MNote:

HEAT

Longview

4500566476

4TT762

5

CDR 1018 1.250X240

5210820

2095

D67346 LOT 1.313

1018

Mexico

Meets ASTM A-108 Specification

Material Specification Type Material Specification Actual
Chemistry Carbon 037 .
! : -
T Manganese 0.6
y Phosphorus {max) 0.012
Sulfur {max) 3014
Chromiuvm 0.15
Molybdenum 0.02
11 silicon 0.7
Nickel Q.09
Copper 021
i Vanadiutm O
] Columbium ¥
: Aluminum 0.002
‘ Tensile 0

Wwe hereby certify that chemical analysis and/or physical characteristics shown are
material was taken. Mo weld repair performed on th

a true copy of orignal test reports on fi
e material. No Mercury used in the production of this material. Meets EN10204 3.3

la with us from the producing source covering the heat or jot fram which this

Matt Reed




